Karbin

Aty Stael Manulfactures

WN 1.7225 or DIN 42CrMo4

1. Chemical Composition

C Si Mn P S Cr Mo
0.38-0.45 <0.4 0.6-0.9 | <0.025 <0.035 0.9-1.2 0.15-0.30
2. Mechanical Properties
Yield stress UTS Elongation A Impact E Hardness
(Mpa) (MPa) (%) (%) () (HB)
Min 500 750-1300 Min 10 Min 40 Min 35 Max 241
3. Heat Treatment
Row Heat treatment type Temp. Range°C
1 Normalizing 840-880
2 Annealing 680-720
3 Quenching 820-880
4 Tempering 540-680
5 Hot Work 850-1050
4. Applicable Standards
EU USA Japan France England Russia
EN AISI/SAE JIS AFNOR BS GOST
42CrMo4 4140 SCM440 42CD4 708M40 -
Italy China Sweden Poland Czechia Inter
UNI GB SS PN CSN ISO
42CrMo4 42CrMo 2244 40HM 15142 42CrMo4
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